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Photo 5 - Tank Car GATX286274, Position 10, Thermal Tear, March 3, 2015


Photo 5 - Tank Car GATX286274, Position 10, Thermal Tear, March 3, 2015
Photo of longitudinal tear in tank car GATX286274, Line 10, on the top of the car near the manway. Shell thickness measurements are written at intervals along the tear


