
LOWER SKIN PANEL - WING CENTER TANK 
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GREEN 

This is a small piece of stringer S - 2 2  near the right S.O.B. that 
was separated from the skin panel. It showpall ductile failures and 
has some soot marks. 

See attached sketch and photograph for specifics. 
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