Pattern of conducter strands shows
through at surface of PTFE insulation

0.03 inch

Black stain contained high concentrations
of copper, silver, and sulfur consistent with
conductor material being exposed to fuel

Systems 9 - Exhibit No. 9B - Photo 38. Figure 38g. Lo-Z

wire from N93105 fuel probe (model no. FG420A13,
serial no. A-16).




