
Systems 9 - Exhibit No.  9B - Photo 52. Figure 52g. Hi-Z
location on terminal block from probe FG420A12, A-14.
Note  residue on surface and low electrical resistance.
Residue contained high concentrations of silver, copper,
and sulfur.


