
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
Creep compliance data from Figure 12 of NIST IR 7429, replotted on linear scales.  Red 
squares are for Fast Set epoxy; black circles are for Standard Set epoxy. 
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